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(57) ABSTRACT

Provided is a manufacturing apparatus for an automobile part,
comprising: a conveying path (20) for transferring an outer
joint member (10) which is made of a metal and has an outer
surface coated with a coating agent after induction quench-
ing; and high-frequency induction coils (21, 22) arranged
along an automobile part transferring direction of the convey-
ing path (20), for simultaneously performing tempering of the
outer joint member (10) and baking of the coating agent.
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